TEST REPORT

Report No. : GR:GL:1210018915 DATE : 24/06/2010
JOE No. : 1021805957 Report Controt No.:1215019504 g
SAMPLE NOT DRAWN BY LABORATORY

SAMPLE SUBMITTED AND IDENTIFIED BY CUSTOMER AS : EPE FOAM 10MM
CUSTOMER NAME UNIPACK POLYFOAMS PVT. LTD.

ADDRESS NO.-14, KIADB, INDL. AREA, KUMBALGUD, Ist PHASE, MYSORE ROAD
CITY BANGALORE-560074

AIC POLYTEC PACKINS (1) PVT. LTD.
COUNTRY INDIA

SAMPLING METHOD N.A.
SAMPLE DESCRIPTION EPE Foam 10 MM

COLOUR WHITE
ARTICLE/REF. NO. EPE-1
BUYER NAME POLYTECH
SAMPLE RECD ON 18/06/2010
TEST START DATE 18/06/2010
TEST END DATE 24/06/2010
TESTS PROTOCOL RESULT
CADMIUM IEC 62321, ED 1(11I/54/CDVY ND(DL 2mg/kg)
EPA3050B/ EPA3051A/ EP
LEAD IEC 62321, ED 1(lIl/54/CDVY ND{DL 2mg/kg)
EPA3050B/ EPA3051A/ EP .
MERCURY |EC 62321, ED 1(111/54/CDV)/ ND(DL 2mg/kg)

EPA3051A/ EPA3052 -

IEC 62321, ED 1(lll/54/CDVY/
EPA30B0A/ EPAT196A

HEXAVALENT CHROMIUM (Cr VI) ND(DL 2mg/kg)

POLYBROMINATED IEC 62321, ED 1(11I/54/CDVY
DIPHENYLETHERS (PBDEs) EPA3540C

Monobromodiphenyl ether ND(DL 5mg/kg)
Dibromodiphenyl ether ND(DL 5mg/kg}

Tribromodipheny! ether
Tetrabromodiphenyl' ether

ND{DL 5mg/kg)
ND{DL 5mg/kg)

ND(DL 5mg/kg)
ND(DL 5mg/kg)

Pentrabromodiphenyl ether
Hexabromodiphenyl ether
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WARMING [he sampla(s)to which the findings recorded herein {Lhe "Findings™) relale was{were) drawn and / or provided by lhe Chenl or by a third party acling a1 lhe dient's
swmecon [he Findings consiule no warranty of the sample's represe ntaliveness of any goods and stncdy relate to the sample{s) The Company acce pls no liabilty with regard lo the
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TESTS PROTOCOL RESULT
Heptabromodiphenyl ether ND(DL 5mg/kg)
Octabromodiphenyl ether ND(DL 5mg/kg}
Nonabromodipheny! ether ND{DL 5mg/kg)
Decabromodiphenyl ether ND{DL 5mg/kg)

POLYBEROMINATED BIPHENYLS IEC 62321, ED 1(l1I/54/CDV)/

(PBBs) EPA3540C

Monobromobiphenyl ND(DL 5mg/kg)
Dibromobiphenyl ND(DL 5mglkg)
Tribromobiphenyl ~ ND{DL 5mg/kg)
Tetrabromobiphenyl ND{DL 5mg/kg)
Pentabromobiphenyl ND(DL 5mg/kg)
Hexabromobiphenyl ND(DL 5mg/kg)
Heptabromobiphenyl ND(DL 5mg/kg}
Octabromobiphenyl NID{DL 5mg/ikg)
Nonabromobiphenyl ND(DL 5mg/kg)
Decabromobiphenyl ND(DL 5mg/kg)
Remark: - ND-Not Detected, DL-Detection Limit

Dr. AgiaH CHAKRARORTY
Mapager-General Laboratory
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YWARNING The sample(s) lo which lhe findings recorded nerein (the “Findings’) relate was(were) drawn and / or provided by the Clienl or by a lhird party acting at the dient's
direction. The Findings constilute no warranty of lhe sample's represenlativeness of any goods and striclly relate 1o the sample(s). The Company a ccapis no kability with regard 10 the

thus document 1s issued by Ihe Company under ils General Gondilions of Service printed overleal or avallable on request and accessible at
it ey sgs.comAerms_and_condilions him. Atention is drawn to the limitalion of liability inde mnification and jurisdiction 1ssues defined therein Any holder of this document is
anmvised thal informalion cenlaingd hereen reflacts the Company's indings at the ime of its inlervenlion only and within the limits of Client’s instiuclions, if any, The Company's sole
responstbilly 1s 1o 15 Clientand this documenl does not exonerate parties o a Iransadion from exercising all their rights and cobligations under the Iransaction decuments. Any

unauthorized alieralion. fargery or falsification of lhe conient or appearance of Lhis document is unlawful and offenders may be prosecuted to the fullest extent of the law.
nlzss otherwise slated Lhe resulls shown in Lhis test repori refer only to the sample(s) lesled and such sample(s) are retained for 7 days (in case of penshable items} and 30 days

lor all other samples The samples from regulatory bodies are to be relained as spedfied This document canncl be reproduced except in fuli, wilhout prior written approval of the
Company
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